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RESULTS OF ANALYSIS
CLIENT : NANOMASS TECHNOLOGY SRL
ADDRESS : VIA BERNARDINO ZACCHETTI, 31 - REGGIO EMILIA - ITALY
The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : GLASS LIQUID SCREEN PROTECTOR
SGS Ref No. : GZAFN1806009964P001
Style / Item No. : NTHD-001
P.O. / Ref. No. : 100.000
Country of Destination : WORLD WIDE
Test Performed : Selected test(s) as requested by applicant
Sample Receiving Date : Jun 20, 2018
Test Performing Date : Jun 20, 2018 to Jun 28, 2018
Test Result(s) . For further details, please refer to the following page(s)
Sample Code / Inoculum Count, Final Count, Reduction,
Laboratory No. CFU/ml CFU/ml %
Escherichia coli (ATCC 8739)
GZAFN1806009964P.001 1.10 x 10° 1.20x 10° 99,21
Staphylococcus aureus (ATCC 6538)
5.65x 10’ 1.20 x 10° 99,83

Signed for and on behalf of
Guangzhou Branch,
SGS-CSTC Ltd.

Shiny Hu
Approved Signatory

This test report refers only to the sample(s) tested. This document cannot be used for improper publicity,
without prior written approval of the SGS.
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